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SUPPLEMENTARY STANDARD METHODS OF MAKING AND
CURING CONCRETE TEST SPECIMENS IN THE LABORATORY

1 .  S c o p e

1 . 1  T h e  p r o c e d u r e s  o f  C R D - C  1 0
c o v e r  m o s t  o f  t h e  p r o v i s i o n s  a p p l i -
c a b l e  f o r  u s e  b y  C o r p s  o f  E n g i n e e r s ’
l a b o r a t o r i e s  f o r  m a k i n g  a n d  c u r i n g
c o n c r e t e  t e s t  s p e c i m e n s . H o w e v e r ,
s o m e  s u p p l e m e n t a r y  p r o v i s i o n s  a r e
r e g a r d e d  a s  d e s i r a b l e . T h e s e  a r e
g i v e n  h e r e .

2 .  V a r i a t i o n s  i n  P r o c e d u r e s

2 . 1  A  c o n s i d e r a b l e  n u m b e r  o f  r e f -
e r e n c e s  t o  a l t e r n a t i v e  p r o c e d u r e s ,  t o
m o d i f i c a t i o n  o f  p r o c e d u r e s  u n d e r  c e r -
t a i n  c i r c u m s t a n c e s ,  a n d  t o  a  r a n g e  o f
p e r m i s s i b l e  c i r c u m s t a n c e s  a r e  i n -
c l u d e d  i n  C R D - C  1 0 .  S u c h  r e f e r e n c e s
a r e  b e l i e v e d  n e c e s s a r y  i n  o r d e r  t o
p e r m i t  t h e  m e t h o d  t o  b e  s u f f i c i e n t l y
f l e x i b l e  t o  b e  a p p l i e d  t o  a l l  c o n d i t i o n s
u n d e r  w h i c h  i t  m a y  b e  u s e d  a n d  t o
p r e v e n t  s i t u a t i o n s  d e v e l o p i n g  i n  w h i c h
a  d e v i a t i o n  f r o m  t h e  r e q u i r e m e n t s
b e c o m e s  m a n d a t o r y .  S u c h  r e f e r e n c e s
a r e  a l s o  d e s i g n e d  t o  p e r m i t  l i m i t e d
v a r i a t i o n  i n  e q u i p m e n t  d e s i g n  s o  t h a t
a v a i l a b l e  e q u i p m e n t  m a y  b e  u s e d
w h e n e v e r  t h e r e  a r e  n o  d a t a  t o  i n d i c a t e
t h a t  r i g i d  u n i f o r m i t y  i s  r e q u i r e d .
V a r i a t i o n  i n  p r o c e d u r e s  o r  e q u i p m e n t
s h a l l  n o t  b e  p e r m i t t e d  i n  t h e  m a k i n g
a n d  c u r i n g  o f  s p e c i m e n s  t h a t  a r e  t o
b e  c o m p a r e d  w i t h  e a c h  o t h e r .

3 .  B e a m s  f o r  L a b o r a t o r y  F r e e z i n g -
a n d - T h a w i n g  ( C R D - C  1 1 4 )

3 . 1  S i z e  o f  S p e c i m e n s . -  T h e  s p e c -
i m e n s  s h a l l  b e  b e a m s  w i t h  d i m e n s i o n s
3 -1 /2  by  4 -1 /2  by  16  in .  (89  by  114  by
4 0 6  m m ) .

3 . 2  M o l d s . - M e a n s  s h a l l  b e  p r o -
v i d e d  f o r  s e c u r i n g  t h e  b a s e  p l a t e  t o
t h e  m o l d .

3 . 3  M o l d i n g  S p e c i m e n s . -  T h e  t e s t
s p e c i m e n  s h a l l  b e  f o r m e d  w i t h  i t s
3 - 1 / 2  i n . ( 8 9 - m m )  d i m e n s i o n  a n d  i t s
l o n g  a x i s  h o r i z o n t a l . T h e  c o n c r e t e
sha l l  be  p laced  in  the  mold  in  a  s ing le
l a y e r  a n d  t h e  m o l d  s h a l l  b e  f i l l e d
h e a p i n g  f u l l . T h e  c o n c r e t e  s h a l l  t h e n
b e  c o n s o l i d a t e d  i n  t h e  m o l d  b y  h a n d -
r o d d i n g ,  u s i n g  3 0  s t r o k e s  o f  a  5 / 8 - i n .

( 1 6 - m m )  r o d  e v e n l y  d i s t r i b u t e d  o v e r
t h e  s u r f a c e  o f  t h e  s p e c i m e n . A f t e r
r o d d i n g ,  t h e  c o n c r e t e  s h a l l  b e  s p a d e d
along the  s ides  and  ends  wi th  a  mason’s
t r o w e l  o r  o t h e r  s u i t a b l e  t o o l .  W h e n
t h e  r o d d i n g  a n d  s p a d i n g  o p e r a t i o n s
a r e  c o m p l e t e d ,  t h e  s i d e s  o f  t h e  m o l d s
m a y  b e  t a p p e d  w i t h  a  r u b b e r  m a l l e t
t o  t h e  e x t e n t  n e c e s s a r y  t o  c l o s e  t h e
r o d  h o l e s  a n d  a c h i e v e  a d e q u a t e  c o n -
s o l i d a t i o n . T h e  t o p  s h a l l  t h e n  b e
struck off with a wood float and finished
w i t h  a  s t e e l  t r o w e l .  T h e  t e s t  s p e c i m e n
s h a l l  b e  m a d e  p r o m p t l y  a n d  w i t h o u t
i n t e r r u p t i o n . T h e  i d e n t i f y i n g  l a b e l s
s h a l l  b e  p l a c e d  n e a r  o n e  e n d  o f  t h e
s p e c i m e n  t o  f a c i l i t a t e  d i f f e r e n t i a t i o n
o f  o n e  e n d  f r o m  t h e  o t h e r .  T h e  p l a c e -
m e n t  o f  t h e  l a b e l s  s h a l l  b e  b y  p r o c e -
d u r e s  t h a t  d o  n o t  c a u s e  a  p o i n t  o f
s i g n i f i c a n t  w e a k n e s s  i n  s p e c i m e n s
t o  b e  t e s t e d  f o r  r e s i s t a n c e  t o
f r e e z i n g - a n d - t h a w i n g .

3 . 4  C u r i n g . -  A s  s o o n  a s  f i n i s h i n g
h a s  b e e n  c o m p l e t e d ,  t h e  t o p  f i n i s h e d
s u r f a c e  o f  t h e  s p e c i m e n  s h a l l  b e  c o v -
e r e d . T h e  s p e c i m e n  s h a l l  t h e n  b e
s t o r e d  a t  a  t e m p e r a t u r e  o f  7 3 . 4  ± 2  F
( 2 3  ± 1 .1  C)  un t i l  the  t ime  of  s t r ipp ing
a n d  i n  s u c h  a  m a n n e r  a s  t o  p r e v e n t
l o s s  o f  m o i s t u r e  f r o m  t h e  s p e c i m e n .
S p e c i m e n s  s h a l l  b e  r e m o v e d  f r o m  t h e
m o l d s  4 8  ± 4  h r  a f t e r  m o l d i n g  a n d
stored in a moist condition at 73.4 ± 2  F
( 2 3  ± 1 . 1  C )  u n t i l  t i m e  o f  t e s t .  S p e c i -
m e n s  i n t e n d e d  f o r  f r e e z i n g - a n d -
t h a w i n g  ( C R D - C  1 1 4 )  s h a l l  b e  s t o r e d
i n  s a t u r a t e d  l i m e w a t e r  a t  7 3 . 4  ± 2  F
( 2 3  ± 1.1 C) for the final 48 ± 4 hr be-
f o r e  t h e  t i m e  o f  t e s t  ( N o t e ) .

Note.- It  is the intent of the above to insure that the
spec imens :  (1 )  r ece ive  un in t e r rup ted  wa te r  cu r ing ,  and
(2) be soaked in water (saturated with lime) for at least
44 hr before they are put in the freezer. It  is not the in-
tent that immersed storage be either mandatory or for-
bidden during the period between stripping and 48 ± 4 hr
before the time of test.  Any curing condition that meets
the  r equ i r emen t s  f o r  t empe ra tu r e  and  “mo i s t  s t o r age”
may be used up to 48 ± 4 hr before the time of test. This
includes immersed storage (in lime solution). Immersed
storage, if available, will presumably be chosen for cur-
ing  be tween  the  t ime  o f  s t r i pp ing  and  the  t ime  o f  t e s t
s ince  i t s  u se  wi l l  r emove  the  need  fo r  r ehand l ing  the
specimens at 12 days age.

4 .  T h e r m a l - D i f f u s i v i t y  T e s t
S p e c i m e n s  ( C R D - C  3 6 )

4 . 1  S p e c i m e n s . -  S p e c i m e n s  f o r
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t h e r m a l - d i f f u s i v i t y  t e s t  s h a l l  b e  m a d e
a n d  c u r e d  i n  a c c o r d a n c e  w i t h  r e q u i r e -
m e n t s  f o r  c o m p r e s s i o n  t e s t  s p e c i m e n s
( C R D - C  1 0 ) , e x c e p t  t h a t  e a c h  s p e c i -
m e n  s h a l l  b e  m o l d e d  w i t h  a  t h e r m o -
couple  embedded a t  the  center  of  mass .

5 .  C u b e s  f o r  D e t e r m i n a t i o n  o f
T h e r m a l  D i f f u s i v i t y  o f  M a s s
C o n c r e t e  ( C R D - C  3 7 )  a n d
f o r  S u b s e q u e n t  C o r i n g

5 . 1  S i z e  o f  S p e c i m e n s . -  T h e  s p e c i -
mens  sha l l  be  cubes  8  cu  f t  (0 .0227  m3)
i n  v o l u m e .

5 . 2  F o r m s . -  T h e  a s s e m b l e d  f o r m
s h a l l  b e  m o r t a r t i g h t  a n d  s h a l l  b e
l i g h t l y  o i l e d  p r i o r  t o  u s e .

5 . 3  M o l d i n g  S p e c i m e n s . -  C o n c r e t e
s h a l l  b e  p l a c e d  i n  t h e  f o r m  i n  t w o
l a y e r s  w h i c h  s h a l l  b e  c o n s o l i d a t e d
s e p a r a t e l y . V i b r a t i o n  o f  t h e  u p p e r
l a y e r  s h a l l  b e  c a r r i e d  t h r o u g h  i n t o
t h e  l o w e r  l a y e r . I n  t h e  e v e n t  t h a t  t h e
t w o  l a y e r s  c o m p r i s e  s e p a r a t e  b a t c h e s ,
t h e  f o r m  s h a l l  b e  c o v e r e d  w i t h  w e t
b u r l a p  b e t w e e n  b a t c h e s ,  a n d  v i b r a t i o n
of  the  f i r s t  layer  sha l l  be  de layed unt i l
j u s t  b e f o r e  t h e  s e c o n d  l a y e r  i s  r e a d y
t o  b e  p l a c e d . V i b r a t i o n  s h a l l  n o t  b e
d e l a y e d  m o r e  t h a n  2 0  m i n  a f t e r  p l a c e -
m e n t .  V i b r a t i o n  s h a l l  b e  a c c o m p l i s h e d
b y  u s e  o f  a n  i n t e r n a l  v i b r a t o r  a n d
s h a l l  b e  o n l y  o f  s u c h  d u r a t i o n  a s  t o
i n s u r e  a d e q u a t e  c o n s o l i d a t i o n . T h e
v i b r a t o r  f r e q u e n c y  s h a l l  b e  n o t  l e s s
t h a n  6 5 0 0  v p m  ( 1 0 8  H z )  a n d  t h e  v i -
b r a t o r  h e a d  s h a l l  b e  a p p r o x i m a t e l y
2 - 3 / 8  i n .  ( 6 1 m m )  i n  d i a m e t e r  b y
18  in .  (457  mm)  long .

5 . 4  C u r i n g . -  S p e c i m e n s  s h a l l  b e
s t r i p p e d  n o t  e a r l i e r  t h a n  4 0  h r  a f t e r
m o l d i n g  a n d  c o a t e d  w i t h  a n  a p p r o v e d
c o n c r e t e  c u r i n g  c o m p o u n d .

5 . 5  E m b e d d e d  I t e m s . -  S p e c i m e n s
w i l l  b e  e q u i p p e d  w i t h  h o i s t i n g  r i n g s ,
t h e r m o c o u p l e s , a n d  o t h e r  i t e m s  a s
p r e s c r i b e d  i n  C R D - C  3 7 .

6 .  P e r m e a b i l i t y  T e s t
Specimens  (CRD-C 48)

6 . 1  S p e c i m e n s  f o r  t h e  d e t e r m i n a -
t i o n  o f  p e r m e a b i l i t y  o f  c o n c r e t e  c o n -
t a i n i n g  a g g r e g a t e ,  t h e  m a x i m u m  s i z e
of  which is  in  excess  of  1  in .  (25 mm)
b u t  n o t  g r e a t e r  t h a n  3  i n .  ( 7 5  m m )  i n
n o m i n a l  s i z e , s h a l l  b e  c y l i n d e r s
1 4 - 1 / 2  i n .  ( 3 6 8  m m )  i n  d i a m e t e r  b y
1 5  i n .  ( 3 8 1  m m )  i n  l e n g t h .  T h e s e  a r e

r e f e r r e d  t o  b e l o w  a s  “ l a r g e ”  s p e c i -
m e n s . S p e c i m e n s  f o r  t h e  d e t e r m i n a -
t i o n  o f  p e r m e a b i l i t y  o f  c o n c r e t e  p a s t e ,
m o r t a r s , o r  c o n c r e t e  h a v i n g  a  m a x i -
mum s ize  of  aggregate  of  1  in .  (25  mm)
o r  l e s s  s h a l l  b e  c y l i n d e r s  6  i n .  ( 1 5 2
m m )  i n  d i a m e t e r  b y  6  i n .  ( 1 5 2  m m )  i n
l e n g t h . T h e s e  a r e  r e f e r r e d  t o  b e l o w
a s  “ s m a l l ”  s p e c i m e n s .

6 . 2  F o r m s  f o r  “ L a r g e ”  S p e c i -
m e n s . - T h e  f o r m s  f o r  “ l a r g e ”  s p e c -
i m e n s  s h a l l  b e  o f  2 4 -  o r  2 6 - g a g e
( 0 . 6 4 -  o r  0 . 4 8 - m m )  g a l v a n i z e d  s h e e t
steel with crimped and soldered
s e a m s . A  1 / 4 - i n . ( 6 . 4 - m m )  f l a n g e
s h a l l  b e  t u r n e d  o u t  a r o u n d  t h e  t o p ,
a n d  a  c o v e r  p r o v i d e d  h a v i n g  a  r a d i u s
1 / 8  i n .  ( 3 . 2  m m )  l e s s  t h a n  t h e  o u t s i d e
r a d i u s  o f  t h e  f l a n g e  s o  t h a t  a  f i r m
s o l d e r e d  j o i n t  m a y  b e  m a d e  w h e n  t h e
c o v e r  i s  s e a l e d . T h e  f l a n g e  a n d  t h e
c o n t a c t i n g  e d g e  o f  t h e  c o v e r  s h a l l  b e
t i n n e d  t o  a s s i s t  i n  s o l d e r i n g  t h e  c o v e r
i n  p l a c e .

6.3 M o l d i n g  a n d  C u r i n g  o f  “ L a r g e ”
S p e c i m e n s . - T o  m o l d  s p e c i m e n s  o f
1 4 - 1 / 2 - i n .  ( 3 6 8 - m m )  d i a m e t e r  b y  1 5 -
i n .  ( 3 8 1 - m m )  l e n g t h ,  t h e  c o n c r e t e
s h a l l  b e  p l a c e d  i n  t h e  f o r m  i n  t w o
l a y e r s  w h i c h  s h a l l  b e  c o n s o l i d a t e d
s e p a r a t e l y . V i b r a t i o n  s h a l l  b e  a c -
c o m p l i s h e d  b y  m e a n s  o f  a n  i n t e r n a l
v i b r a t o r . T h e  t o p  s h a l l  b e  s c r e e d e d
a n d  a  s m a l l  d e p r e s s i o n  m a d e  a r o u n d
the top edge of  the  specimen to  prevent
w a t e r  f r o m  i n t e r f e r i n g  w i t h  t h e  s o l -
d e r i n g  o p e r a t i o n . A f t e r  t h e  c o v e r  i s
s o l d e r e d  t h e  s p e c i m e n  s h a l l  b e  t u r n e d
o n  i t s  s i d e  s o  t h a t  b l e e d i n g  w a t e r  w i l l
r i s e  n o r m a l  t o  t h e  a x i s  o f  t h e  s p e c i -
m e n . T h i s  p o s i t i o n  s h a l l  b e  m a r k e d
a n d  r e t a i n e d  w i t h o u t  r o t a t i o n  d u r i n g
a n d  c u r i n g  p e r i o d .  T h e  s p e c i m e n  s h a l l
b e  s t o r e d  i n  t h e  s e a l e d  c o n t a i n e r  a t
73.4 ± 2 F (23 ± 1.1 C) until time of
t e s t i n g .

6 . 4  M o l d i n g  a n d  C u r i n g  o f  “ S m a l l ”
S p e c i m e n s . -  T h e  “ s m a l l ”  s p e c i m e n s
s h a l l  b e  p r e p a r e d  a s  6 -  b y  1 2 - i n .
( 1 5 2 -  b y  3 0 5 - m m )  c y l i n d e r s  i n  c o n -
f o r m i t y  w i t h  C R D - C  1 0 ,  e x c e p t  a s
f o l l o w s : T h e  p e r m e a b i l i t y  s p e c i m e n s
s h a l l  b e  c a s t  i n  s t a n d a r d  6 -  b y  1 2 - i n .
( 1 5 2  -  b y  3 0 5 - m m )  c y l i n d e r  m o l d s
e q u i p p e d  w i t h  b o t h  a  t o p  a n d  b o t t o m
made of  s tee l  p la tes ,  p lywood,  or  o ther
s u i t a b l e  m a t e r i a l .  T h e  t o p  a n d  b o t t o m
o f  t h e  m o l d s  s h a l l  b e  h e l d  f i r m l y  i n
p l a c e  b y  b o l t s ,  c l a m p s ,  o r  o t h e r  s u i t -
a b l e  d e v i c e s . The  molds  sha l l  be  made
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a s  n e a r l y  w a t e r t i g h t  a s  p r a c t i c a b l e .
A f t e r  t h e  s p e c i m e n s  h a v e  b e e n  c a s t ,
a n d  t h e  t o p s  a n d  b o t t o m s  o f  t h e  m o l d s
s e c u r e l y  f i x e d  i n  p o s i t i o n ,  t h e y  s h a l l
b e  k e p t  i n  a  h o r i z o n t a l  p o s i t i o n  u n t i l
t h e y  a r e  s t r i p p e d .  T h e y  s h a l l  b e  r e -
m o v e d  f r o m  t h e  m o l d s  a t  a n  a g e  o f  n o t
l e s s  t h a n  4 0  h r . T h e y  s h a l l  b e  s a w e d
i n t o  t w o  6 -  b y  6 - i n .  ( 1 5 2 -  b y  1 5 2 - m m )
c y l i n d e r s  p r i o r  t o  t i m e  o f  t e s t .

7 .  T e m p e r a t u r e - R i s e  T e s t
Specimens (CRD-C 38)

7 . 1  P r e c o o l i n g  M a t e r i a l s . -  U n l e s s
o t h e r w i s e  s p e c i f i e d  t h e  s p e c i m e n s
s h a l l  b e  m o l d e d  s o  t h a t  t h e  i n i t i a l
t e m p e r a t u r e  o f  t h e  c o n c r e t e  i n  t h e
s p e c i m e n  i m m e d i a t e l y  a f t e r  c o n s o l i -
d a t i o n  o f  t h e  f i n a l  l a y e r  s h a l l  b e
50 ± 5 F (10 ± 2.3 C). All materials
s h a l l  b e  p r e c o o l e d ,  a s  m a y  b e  n e c e s -
s a r y , t o  a  t e m p e r a t u r e  s u f f i c i e n t l y
l o w  t o  i n s u r e  t h a t  t h e  s p e c i f i e d  i n i t i a l
t e m p e r a t u r e  w i l l  b e  a c h i e v e d .

7 . 2  S i z e  o f  S p e c i m e n s . -  T h e  s p e c i -
m e n s  s h a l l  b e  c y l i n d e r s ,  3 0  i n .  ( 7 6 0
m m )  i n  d i a m e t e r  a n d  2 9  i n .  ( 7 3 7  m m )
i n  h e i g h t . A l l  o f  a  s i n g l e  b a t c h  o f
c o n c r e t e ,  i n t e n d e d  t o  y i e l d  1 1 . 8 6  c u  f t
( 0 . 3 3 6  m3 )  w i t h  t h e  i n t e n d e d  a i r  c o n -
t e n t , s h a l l  b e  u s e d  t o  m o l d  o n e
s p e c i m e n .

7 . 3  S u p p l e m e n t a r y  T e s t s . -  S l u m p
( C R D - C  5 )  a n d  a i r  c o n t e n t  ( g r a v i m e t -
r i c )  ( C R D - C  7 1 )  s h a l l  b e  d e t e r m i n e d .
T h e  c o n c r e t e  u s e d  f o r  t h e s e  t e s t s
s h a l l  b e  r e t u r n e d  t o  t h e  b a t c h  p r i o r
t o  m o l d i n g  t h e  t e m p e r a t u r e - r i s e  t e s t
s p e c i m e n . T h e s e  t e s t s  s h a l l  b e  a c -
c o m p l i s h e d  a s  e x p e d i t i o u s l y  a s  p o s s i -
b l e  s o  t h a t  p l a c e m e n t  o f  t h e  c o n c r e t e
w i l l  n o t  b e  d e l a y e d .

8 .  S p e c i m e n s  f o r
O u t d o o r  E x p o s u r e

8 . 1  S i z e  o f  S p e c i m e n s . -  T h e  s p e c i -

m e n s  s h a l l  b e  b e a m s  1 8  i n .  ( 4 5 7  m m )
in height and width, and 36 in. (914 mm)
i n  l e n g t h .

8 . 2  F o r m s . - F o r m s  f o r  t h e s e  t e s t
s p e c i m e n s s h a l l  b e  m a d e  o f  3 / 8 - i n .
( 9 . 5 - m m )  m e t a l  p l a t e  a n d  s h a l l  b e
p r o v i d e d  w i t h  b a s e  p l a t e s .  M e a n s
s h a l l  b e  p r o v i d e d  f o r  s e c u r i n g  t h e
b a s e  p l a t e s  t o  t h e  f o r m s .  T h e  a s s e m -
b l e d  f o r m s  s h a l l  b e  m o r t a r t i g h t  a n d
s h a l l  b e  l i g h t l y  o i l e d  p r i o r  t o  u s e .

8 . 3  M o l d i n g  S p e c i m e n s . -  C o n c r e t e
s h a l l  b e  p l a c e d  i n  t h e  f o r m  i n  t w o
l a y e r s  a n d  e a c h  l a y e r  s h a l l  b e  c o n -
s o l i d a t e d  s e p a r a t e l y .  V i b r a t i o n  s h a l l
be  ca r r ied  th rough  the  upper  l ayer  in to
t h e  l o w e r  l a y e r . C o n s o l i d a t i o n  s h a l l
b e  a c c o m p l i s h e d  b y  m a k i n g  a  s e r i e s
o f  d i a g o n a l  i n s e r t i o n s  a l o n g  t h e  l o n g i -
t u d i n a l  a x i s  o f  t h e  p r i s m ,  s p a c e d  a t
e q u a l  i n t e r v a l s ,  f o r  e a c h  l a y e r  w i t h
a n  i n t e r n a l  v i b r a t o r . T h e  d i a g o n a l
i n s e r t i o n  a t  a p p r o x i m a t e l y  4 5  d e g
s h a l l  b e  m a d e  i n  s u c h  a  m a n n e r  t h a t
t h e  a x i s  o f  t h e  v i b r a t o r  t u b e  s h a l l  b e
i n  a  p l a n e  p a r a l l e l  t o  t h e  s i d e  o f  t h e
b e a m . V i b r a t i o n .  s h a l l  b e  o n l y  o f
s u c h  d u r a t i o n  a s  t o  i n s u r e  a d e q u a t e
c o n s o l i d a t i o n .

8 . 4  C u r i n g . -  W h e n  t h e  f i n i s h i n g
h a s  b e e n  c o m p l e t e d ,  t h e  s p e c i m e n s
s h a l l  b e  s t o r e d  a t  a  t e m p e r a t u r e  o f
7 3 . 4  ± 2  F  ( 2 3  ± 1 . 1  C )  u n t i l  t h e  t i m e
o f  s t r i p p i n g  a n d  i n  s u c h  a  m a n n e r  a s
t o  p r e v e n t  l o s s  o f  m o i s t u r e . T h e
s p e c i m e n s  s h a l l  b e  r e m o v e d  f r o m  t h e
f o r m s  ( n o t  e a r l i e r  t h a n  4 0  h r  a f t e r
m o l d i n g )  a n d  s t o r e d  i n  a  m o i s t  c o n -
d i t i on  a t  73 .4   ±  2  F  (23  ±  1 .1  C) .  The
s p e c i m e n s  s h a l l  b e  r e m o v e d  f r o m  t h e
m o i s t  c o n d i t i o n  a t  a n  a g e  o f  2 8  d a y s
a n d  s t o r e d  i n d o o r s  i n  a i r  u n t i l  t h e
t i m e  o f  r e m o v a l  t o  o u t d o o r  e x p o s u r e .

8 . 5  L a b e l s . - T h e  i d e n t i f y i n g  l a b e l s
s h a l l  b e  p l a c e d  n e a r  o n e  e n d  o f  t h e
s p e c i m e n  a n d  a f f i x e d  p e r m a n e n t l y
t h e r e t o  b y  s l i g h t  e m b e d m e n t  t o  f a c i l -
i t a t e  i d e n t i f i c a t i o n .
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